ITEM 632 (COMBINATION) SIGNAL SUPPORT, (BY TYPE), (BY DESIGN), AS PER PLAN 
[bookmark: _GoBack]ITEM 632 (COMBINATION) STRAIN POLE, TYPE 4170, (BY DESIGN), AS PER PLAN
TRAFFIC SIGNAL POLES SHALL BE PER SCD (Insert one or more as applicable: 4120, 4121, 4170).
IN ADDITION TO THE REQUIREMENTS OF 732.11 AND 732.12, THE FOLLOWING SHALL ALSO APPLY:
THE TOP FINISH COAT OF PAINT SHALL HAVE A MINIMUM 5-YEAR REPAIR WARRANTY OF COATING DELAMINATION, BLISTERING, OR CORROSION.
UNION METAL STRUCTURES SHALL BE EITHER POWDER-COATED WITH THE THOMARIOS POWDER-COATING SYSTEM OR WET-COATED WITH THE SRT WET-COAT SYSTEM.
VALMONT STEEL STRUCTURES SHALL BE EITHER POWDER-COATED WITH FINISH SPECIFICATION F-573 DATED 4-11-07, WHICH INCLUDES EPOXY POWDER PRIME COAT AND PENTABOND POWDER FINISH COAT OR SHALL BE WET-COATED WITH MANUFACTURER RECOMMENDED EQUIVALENT WET-COAT PAINT SYSTEM.
MILLERBERND STRUCTURES SHALL BE WET-COATED WITH THE MILLERBOND PAINTING SYSTEM DESIGNED FOR USE ON CARBON, STAINLESS STEEL, ALUMINUM, AND GALVANIZED POLE PRODUCTS, WHICH INCLUDES A DUAL-CURE CHEMISTRY ORGANIC ZINC RICH URETHANE BASE PRIMER COAT AND DUAL-CURE CHEMISTRY I2 POLYASPARTIC ALIPHATIC POLYUREA FINISH COAT.
ALL COATING SYSTEMS SHALL MEET THE MINIMUM REQUIREMENTS OF ODOT SUPPLEMENTAL SPECIFICATION 916 – STANDARD PERFORMANCE BASED PAINT PROCESSES FOR LIGHT POLES, SIGN SUPPORTS AND TRAFFIC SUPPORTS FOR WET-COAT SYSTEMS.
THIS ITEM OF WORK SHALL BE MEASURED AS EACH COMPLETE SIGNAL SUPPORT OR STRAIN POLE IN PLACE IN ESSENTIALLY A VERTICAL POSITION UNDER FULL PLAN LOADING.  ALL LABOR, EQUIPMENT, AND MATERIALS NECESSARY TO PURCHASE, TRANSPORT, STORE, ERECT, ADJUST, AND REPAIR THE SIGNAL SUPPORT OR STRAIN POLE SHALL BE INCLUDED FOR PAYMENT IN THE BID ITEM.  
PAYMENT SHALL BE AS PER ITEM 632. 3/16/20
