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ITEM 625 BRACKET ARM, 25’, AS PER PLAN

[bookmark: _GoBack]BRACKET ARM SHALL BE INSTALLED PER SCD 4110 ON SIGNAL POLES AT LOCATIONS AS SHOWN IN THE PLANS TO FACILITATE THE INSTALLATION OF VEHICULAR DETECTION, CCTV, AND WIRELESS RADIO EQUIPMENT IN AREAS CLEAR OF OBSTRUCTIONS. 
BRACKET ARM SHALL BE MADE OF ALUMINUM ALLOY TUBING. CONTRACTOR SHALL FIELD VERIFY EXISTING CONDITIONS OR VERIFY PLAN DETAILS TO DETERMINE THE SIZE AND CONFIGURATION OF REQUIRED CLAMPS PRIOR TO ORDERING - NO COMPENSATION WILL BE PROVIDED FOR MODIFICATIONS.
ALL STRUCTURAL STEEL PRODUCTS SHALL BE GALVANIZED ON THE INTERIOR AND THE EXTERIOR SURFACES AS PER ASTM A123. THE EXTERIOR SURFACE OF ALL STRUCTURAL STEEL AND ALUMINUM PRODUCTS SHALL BE PROPERLY PREPARED FOR THE APPLICATION OF AN EXTERIOR COATING. THE COATING COLOR ON BOTH STEEL AND ALUMINUM PRODUCTS SHALL MATCH EACH OTHER. IT IS THE RESPONSIBILITY OF THE CONTRACTOR TO ENSURE THAT BOTH PRODUCT MANUFACTURERS MATCH COATING COLORS SO THAT ACONSISTENT END PRODUCT IS ACHIEVED.
ALL EXTERIOR SURFACES, ALL ATTACHMENT HARDWARE, AND ALL CLEVIS HANGERS SHALL HAVE A COATING APPLIED TO THEM. EXTERIOR SURFACES OF ALL BOLT AND SCREW FASTENERS, WASHER NUTS, AND OTHER ATTACHMENT HARDWARE SHALL HAVE A COATING APPLIED TO THEM. FASTENER THREADS SHALL NOT BE CLOGGED WITH COATING MATERIAL.
THE EXTERIOR COATING FOR ALL ITEMS ABOVE SHALL:
1. MEET FEDERAL SPEC #595B, BE SEMI-GLOSS AND CONFORM TO COLORS AS SHOWN IN THE PLANS; AND
2. BE APPLIED OVER PROPERLY PREPARED GALVANIZING MATERIAL ON STEEL PRODUCTS AND OVER PROPERLY PREPARED ALUMINUM FOR ALUMINUM PRODUCTS; AND
3. HAVE A MINIMUM 5-YEAR REPAIR WARRANTY OF COATING DELAMINATION, BLISTERING, OR CORROSION. 
ANY ALTERNATIVE PROCESSES FOR FINISH COATING OF BRACKET ARM PROPOSED BY THE CONTRACTOR MUST BE SUBMITTED TO THE ENGINEER FOR APPROVAL PRIOR TO STARTING WORK.
FOR ALUMINUM PARTS, EACH COATING LAYER SHALL BE PROPERLY CURED BEFORE THE APPLICATION OF THE NEXT COAT. THE APPLICATION PROCEDURE SHALL BE SUCH TO WARRANTY A FINISH WITHOUT DELAMINATION, BLISTERING, OR CORROSION AS PER THE MINIMUM (5) YEAR REPAIR WARRANTY.

THE COATING PROCESS SHALL INVOLVE SUCH STEPS AS THE FOLLOWING:
1. MECHANICAL PREPARATION – BRACKET ARM ASSEMBLY (BRACKET ARM AND ALL CONNECTION COMPONENTS) SHALL BE ROTARY-SANDED TO A SATIN-GROUND FINISH. BRACKETS SHALL BE ETCHED TO A MATTE FINISH. THIS TREATMENT WILL PLACE A ROUGH SURFACE ON THESE ITEMS SO THE BASE COATING LAYER WILL HAVE EXCELLENT ADHESION.
2. CLEANING - THE BRACKET ARM ASSEMBLY SHALL BE IMMERSED IN AN ALCOHOLIC-PHOSPHORIC ACID SOLUTION THAT WILL CHEMICALLY CLEAN THESE ITEMS. THE CLEANING SOLUTIONS SHALL BE KEPT AT A NOMINAL 70 DEGREES FAHRENHEIT. THE BRACKET ARM ASSEMBLYSHALL BE IMMERSED IN THE SOLVENT SOLUTION FOR 5 MINUTES AND THEN COLD-WATER RINSED UNTIL CHEMICALS ARE WASHED OFF.
3. CONVERSION COATING - THE BRACKET ARM ASSEMBLY SHALL THEN BE IMMERSED IN AN AMORPHOUS CHROMATE CONVERSION COATING SOLUTION FOR 5 MINUTES. THE SOLUTION SHALL BE MAINTAINED AT 70O F. THIS TREATMENT WILL RESULT IN THE FORMATION OF A SURFACE FILM IN WHICH THE FILM CHEMICALLY BONDS ITSELF TO THE BASE METAL BY DIFFUSION AND BECOMES A PART OF THE BASE METAL. THE BRACKET AND PEDESTAL ASSEMBLY SHALL BE COLD-WATER RINSED. THIS SURFACE WILL PROVIDE OPTIMUM ADHESION AND GOOD STABILITY FOR THE COLOR FILM SO THAT IT DOES NOT CHIP, PEEL, OR FLAKE.
4. PRIMER COATING - AN ALUMINUM PRIMER SHALL BE APPLIED AS REQUIRED TO THE BRACKET ARM ASSEMBLY TO FURTHER IMPROVE COATING ADHESION.
5. FINAL COATING - EACH COAT SHALL BE PROPERLY DRIED BEFORE ADDITIONAL COATS ARE APPLIED. THE FINISH COAT OF PAINT SHALL MEET FEDERAL STANDARD #595B AND CONFORM TO COLOR (insert color, choose one: #27038 (Semi-gloss Black), #15048 (Gloss Blue)).  THE FINISH COAT SHALL HAVE A MINIMUM 5-YEAR REPAIR WARRANTY OF COATING DELAMINATION, BLISTERING, OR CORROSION.
6. DRYING - THE BRACKET ARM ASSEMBLY SHALL BE THOROUGHLY DRIED THEN PROTECTED FOR SHIPMENT AS OUTLINE BEFORE.
ALL COATED ITEMS SHALL BE SHIPPED IN A MANNER SELECTED BY THE MANUFACTURER, WHICH WILL PROTECT MATERIAL FROM DAMAGE DURING DELIVERY. MATERIALS DAMAGED IN TRANSIT SHALL BE REPAIRED OR REPLACED. ALL COSTS ASSOCIATED WITH CORRECTING DAMAGED MATERIAL SHALL BE BORNE BY THE CONTRACTOR.
THE WORK AS DESCRIBED WILL BE MEASURED AS THE NUMBER BRACKET ARMS FURNISHED AND INSTALLED, COMPLETE IN PLACE.  10/25/19

