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ITEM 306  PORTLAND CEMENT CONCRETE BASE – RESIDENTIAL 

306.01 Description 
306.02 Method of Measurement  
306.03 Basis of Payment 

 

306.01 Description. This work consists of constructing a PCC base on a prepared 
subgrade or base course. This work shall conform to the requirements of Items 305 and 
451 except that: 

1. For concrete proportioning, meet the requirements of Item 499, Concrete, 
Class F. 

2.  Conform to the opening-to-traffic requirements as specified in 451.16 except 
that the split tensile strength shall be 250 pounds per square inch (1.7 MPa), as 
tested per ASTM C496. 

306.02 Method of Measurement. The City will measure Concrete Base – 
Residential according to 305.03. 

306.03 Basis of Payment.  The City will pay for accepted quantities at the contract 
price according to 305.04 and as follows. 

Item Unit Description 

306  Square Yard   ___"(mm) Portland Cement Concrete Base 
  (Square Meter)    -Residential 

  




